
Volume 51 / Issue 3/2006

W. GĄSIOR 

MODELING OF THE THERMODYNAMIC PROPERTIES FROM THE SURFACE TENSION.

PART 1. POLARIZED ATOMS MODEL OF THE SURFACE AREA FOR MODELING OF THE
SURFACE TENSION

W. GĄSIOR 

MODELING OF THE THERMODYNAMIC PROPERTIES FROM THE SURFACE TENSION.

PART 2.CALCULATIONS AND THE COMPARATIVE STUDIES

J. PSTRUŚ, Z. MOSER, W. GĄSIOR, A. DĘBSKI   

SURFACE TENSION AND DENSITY MEASUREMENTS OF LIQUID SN-ZN ALLOYS.
EXPERIMENT VS. SURDAT DATABASE OF PB-FREE SOLDERS

J. WOJEWODA, P.ZIĘBA, R. ONDERKA, R. FILIPEK, P.ROMANÓW  

GROWTH KINETICS OF THE INTERMETALLICS FORMED IN DIFFUSION SOLDERED
INTERCONNECTIONS

L. GOMIDZELOVIC, D. ZIVKOVIC, I. MIHAJLOVIC, V. TRUJIC  

 1 / 5

files/archiwum/Vol3_2006/art1.pdf
files/archiwum/Vol3_2006/art1.pdf
files/archiwum/Vol3_2006/art1.pdf
files/archiwum/Vol3_2006/art2.pdf
files/archiwum/Vol3_2006/art2.pdf
files/archiwum/Vol3_2006/art3.pdf
files/archiwum/Vol3_2006/art3.pdf
files/archiwum/Vol3_2006/art4.pdf
files/archiwum/Vol3_2006/art4.pdf


Volume 51 / Issue 3/2006

PREDICTING OF THERMODYNAMIC PROPERTIES OF TERNARY AU-IN-SB SYSTEM

G. P. VASSILEV, K. I. LILOVA  

CONTRIBUTION TO THE THERMODYNAMICS OF THE CO-SN SYSTEM

A. WIERZBICKA, T. CZEPPE, L. A. ZABDYR 

EXPERIMENTAL STUDY OF PHASE EQUILIBRIA IN THE SILVER-COPPER-INDIUM
ALLOYS

M. KUCHARSKI, P.FIMA, P. SKRZYNIARZ, W. PRZEBINDA-STEFANOWA  

SURFACE TENSION AND DENSITY OF CU-AG, CU-IN AND AG-IN ALLOYS

A. WINIOWSKI, W. GAWRYSIUK   

PROPERTIES OF LEAD-FREE TIN SOLDERS FOR METAL AND MECHANIC SECTOR

M. JAKUBOWSKA, J. KALENIK, K. KIEŁBASIŃSKI, R. KISIEL, J. SZMIDT  

LEAD-FREE SOLDER JOINTS IN MICROELECTRONIC THICK FILM TECHNOLOGY

P. OZGA  

 2 / 5

files/archiwum/Vol3_2006/art5.pdf
files/archiwum/Vol3_2006/art6.pdf
files/archiwum/Vol3_2006/art7.pdf
files/archiwum/Vol3_2006/art7.pdf
files/archiwum/Vol3_2006/art8.pdf
files/archiwum/Vol3_2006/art9.pdf
files/archiwum/Vol3_2006/art10.pdf


Volume 51 / Issue 3/2006

ELECTRODEPOSITION OF SN-AG AND SN-AG-CU ALLOYS FROM THIOUREA AQUEOUS
SOLUTIONS

E. FRAŚ, M. GÓRNY, H. LOPEZ   

THIN WALL DUCTILE IRON CASTINGS AS A GRADIENT MATERIAL

D. V. HERNANDEZ, A.F.VALDES 

A KINETIC STUDY ON THE MAGNESIUM REMOVAL FROM MOLTEN ALUMINUM USING
AR-SF6-O2 GASEOUS MIXTURES

K. ONOPIAK, J.BOTOR  

SOLID OXIDE INCLUSIONS REFINING FROM MOLTEN ALUMINIUM BY BARBOTAGE

J. BORYCA, M. KIELOCH, Ł. PIECHOWICZ   

INVESTIGATION OF THE ADHESION OF SCALE FORMING IN THE PROCESS OF STEEL
CHARGE HEATING BEFORE PLASTIC WORKING

H. FRYDRYCH, J. KONSTANTY, W. RATUSZEK  

MICROSTRUCTURE AND PROPERTIES OF SINTERED COBALT-CHROMIUM CARBIDE
MATERIALS

 3 / 5

files/archiwum/Vol3_2006/art11.pdf
files/archiwum/Vol3_2006/art11.pdf
files/archiwum/Vol3_2006/art12.pdf
files/archiwum/Vol3_2006/art13.pdf
files/archiwum/Vol3_2006/art13.pdf
files/archiwum/Vol3_2006/art14.pdf
files/archiwum/Vol3_2006/art15.pdf
files/archiwum/Vol3_2006/art15.pdf
files/archiwum/Vol3_2006/art16.pdf
files/archiwum/Vol3_2006/art16.pdf


Volume 51 / Issue 3/2006

P. MIGAS, M. KARBOWNICZEK  

INFLUENCE OF SLAG CHARGE CHEMICAL COMPOSITION AND REDUCER ON THE FEO
REDUCTION EFFICIENCY

A. MAGDZIARZ   

THERMAL GRAVIMETRIC ANALYSIS OF GENERAL-GRADE GRAPHITE, GLASSY,
PREBAKED AND PYROLYTIC CARBONS

K. PIEŁA  

MODES OF PLASTIC FLOW OF ZN-CU SINGLE CRYSTALS COMPRESSED ALONG THE
[11¯20] DIRECTION 

E. PAWLAS-FORYST, K.THOMAS JACOB, K. FITZNER  

THERMODYNAMICS OF GDMNO3 AND GDMN2O5 PHASES DETERMINED BY THE E.M.F.
METHOD

  

P. AMBROZA, S. BOCKUS, L. KAVALIAUSKIENE  

SUBMERGED ARC OVERLAYING WELDING OF STRUCTURAL STEEL BY WC-CO
POWDER 

J. RYŚ, W. RATUSZEK, M. WITKOWSKA  

 4 / 5

files/archiwum/Vol3_2006/art17.pdf
files/archiwum/Vol3_2006/art17.pdf
files/archiwum/Vol3_2006/art18.pdf
files/archiwum/Vol3_2006/art18.pdf
files/archiwum/Vol3_2006/art19.pdf
files/archiwum/Vol3_2006/art19.pdf
files/archiwum/Vol3_2006/art20.pdf
files/archiwum/Vol3_2006/art20.pdf
files/archiwum/Vol3_2006/art21.pdf
files/archiwum/Vol3_2006/art21.pdf


Volume 51 / Issue 3/2006

COMPARISON OF THE ROLLING TEXTURE FORMATION IN DUPLEX STEELS WITH
VARIOUS INITIAL TEXTURES

M. HAMANKIEWICZ, J. KRÓL, M. TAŁACH-DUMAŃSKA, J. DUTKIEWICZ  

THE STRUCTURE OF INTERMEDIATE LAYERS OF HOT-DIPPED AL-ZN COATINGS ON
CARBON STEEL SHEETS

  

 5 / 5

files/archiwum/Vol3_2006/art22.pdf
files/archiwum/Vol3_2006/art22.pdf
files/archiwum/Vol3_2006/art23.pdf
files/archiwum/Vol3_2006/art23.pdf

